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I . SAMPLE DESCRIPTION & &R

Name of
Sample

R AR
Manufacturer’s
name
138 7R 44 PR
Manufacturer’s | Room 413, Chuangke Building, No. 72-6 Huanguan South Road, Xintian Community,

Address Guanhu Street, Longhua District, Shenzhen, Guangdong
) 3 e Lk JTARB RIS X B 4R X A KR % 72-6 S 0IRKE 413 %=
F_’ackaging
Trade Mark Shape Prismatic dimensions
RikR TR kb BERR
(LXWXT)

Li-Polymer Battery Model
LIRS 5

Shenzhen JETECH Energy Technology Co., Ltd.
RINTH A REIE AT PR A 7]

(49.5%28.0x17.5)cm

Battery
Nominal Rated number per
Voltage _ Capacity 2000mAh packaging

ARELE PerE 7.4Wh e
T e

Net weight of

Gross weight batteries per
per package package
HREMAEE HRBEME
I E

Start Testing Completing
Date 2021-12-16 Date 2021-12-16

FRAE IR H B sERE#
II. STANDARD #5#

United Nations "Recommendations on the Transport of Dangerous Goods-Model Regulations”
(Rev.21) Special Provisions 188.

BREE T ER it Ys i @ - muA) (2L IBITRO RRME 188 2K .

[II. TESTITEM WA H

1). Drop test Ek7E MR
2). Packing weight test /% & &3

IV. TEST METHOD W&

The package of batteries is dropped from 1.2m, 5times per package. The test floor is
concrete floor, each package is capable of withstanding a 1.2 meter drop test in any orientation
without damage to cell or batteries contained therein. Without shifting of the contents so as to
allow battery to battery (or cell to cell) contact and without release of contents.
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V. TEST APPARATUS A% 3%

Calibration Date
/Due Date
B H /28 H

Single-blade drop tester ox-dofid 2021. 03. 02
LN 3 S 2022. 03. 01

Serial No. Name of Equipment Model

BERT & S s

Electronic Balance PTT-A+300 2021. 03. 02
HRF 2022.03.01

VI. TEST RESULT R4 H

1) Drop test k7&K

Drop position Test status Conclusion

BREALE WAL &

Front Without damage packaging Pass

Hi T A AR atk

Bottom Without damage packaging Pass

JEE T (RS Z SRR aik

Angle Without damage packaging Pass

i (EE- S Z SRR atk

Side Without damage packaging Pass

K] BB R Eri

Top Without damage packaging Pass

Tt BB R GLis
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2) Packing weight test % & £l

No. Test item Weight E& Remark

5 WA H (kg)

Packing weight test
A2 B B

4.8

Photos BF

Package @%%:
e
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Important Notice

EEEM

. The test report is invalid without the official stamp of TCT.
ARG T TCT 5 IR
Nobody is allowed to photocopy or partly photocopy this test report without written permission of
TCT.
RETCT BHFE, AT 56507 S H AR S
. The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.
AR A BN AN KBRS TR
The report is invalid when anything of following happens — illegal transfer, reproduce,
embezzlement, imposture, modification or tampering in any media form.

RBERiL. JHl. &H. B, Re SRR B S e
. Objections to the test report must be submitted to TCT within 15 days.

MR EBEA RV, MW E 2B 15 RN AL AR
. The test report is valid for the tested samples only.

AR AN AU DU A 28

The Chinese contents in this report are only for reference.
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******End Of Report ﬁ%%ﬁ*?\'****

Shenzhen TCT Testing Technology Co., Ltd. PRI T 30 M AS I 4 AR PR A )

2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict, Bao'an District, Shenzhen,
Guangdong, China

IR RYINT 2 X AR TE M AL X RS L AV X R S Bl &) 2101, 2201

Search Number £ if)4s*5: TCT211214D147

Search System #if] &4t http://www.tct-lab.com Page5o0f5 %5 i3k 5




